CTRC .

March 25, 2016

Mr. Christopher Bonsignore, P.E.

Principal Engincer

Environmental Compliance Section

Bureau of Engineering and Highway Operations
State of Connecticut Department of Transportation
2800 Berlin Turnpike, P.O. Box 317546
Newington, CT 06131-7546

Attention: A.Fox, P.E./R. Levesque, P.E.

Subject: On-Call Asbestos, Lead, Air Quality & Demolition Compliance
‘Agreement No., 04.27-01(15)
HazMat Inspection - Bridge No. 03120, Bassett Road over I-91, North Haven, CT
ConnDOT Assignment No, 514-5282
ConnDOT Project No. 100-178
TRC Project No. 222165.5282.0710

Dear Mr. Bonsignore:

TRC performed a limited survey for hazardous building materials associated with the replacement of Bridge
No. 03120 in North Haven, Connecticut. Results of the survey identified lead paint to be present on the
structural steel/railing/metal bridge components (2.2 mg/em? — 36.8 mg/cin®) of Bridge No. 03120, Results
obtained from TCLP waste stream sampling and analysis for leachable lead from the paint on the structural
steel/railing/metal bridge components (350 mg/L) characterized the paint waste stream at Bridge No. 03120
as EPA RCRA/CTDEEP hazardous waste. No paint was identified on concrete abutments, piers and
decking, therefore no lead was present, White seam canlking around foot posts of the railings on Bassett
Road was sampled and found to contain asbestos. Black seam caulking between the sidewalk/curh, gray
expansion joint caulking between the parapet wall and bridge abutment, and black road patching tar found
along road seams were sampled and found to contain no asbestos. No bird/pigeon guano accumulations
were observed around in accessible areas of the bridge. Associated laboratory data, project description, site
map and site photos are attached. :

iIf you have any questions, please call TRC at (860) 298-9692.
Very Truly Yours,

TRC

Lok K~

Erik R. Plimpton, P.E., CHMM, CMC

Vice President - Program Manager

Ch s Burdec

E. Burke, P.E.
Engineer in Charge

21 Grffin Road North Windsor Connecticut 06095 = Phone. 840.298.9692 + Fox. 840.298.639¢9
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80 Lupes Drive
Siratford, CT 06615 T

LA TNVIROSRERTAL TESTING, K.

Client: Mr, Hilton Hernandez
TRC Environmental Consultants
21 Griffin Rd,, North
Windsor, CT 06095

Analytical Report
- CET# 6020479

Report Date:March 02, 2016

Project: CTDOT

Project Number: Bridge 3120, Basset Rd, North Haven
PO Number; 222165-5282-00710

Comitecticut Laboratory Certificate: PH 0116
Massachusetts laboratory Certificate: M-CT903

Tel: (203) 377-9984
Fax: (203) 377-9952
e-mail: cetl@cetlabs.com

New York Certification: 11982
Rhode Island Certification: 199
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CET#: 6020479
Project: CTDOT

Project Number: Bridge 3120, Basset Rd, North Haven

SAMPLE SUMMARY

The sample(s) were received at 25.6°C.

This report contains analytical data associated with following samples only.

Sample ID Laboratory ID Matrix Collection Date/Time Receipt Date
01 6020479-01 Paint Chip 212372016 13:00 02/25/2016
Analyte: TCLP Lead [EPA 6010C] Analyst: 88
Prep: EPA 3005A-1311 Matrix: Extract
Daieff‘lme
Laboratory ID  Client Sample 1D} Resuli RL Units Dilution ~ Batch Prepared Analyzed Notes
6020479-01 01 350 0.013 mg/L. 1 B6C0132 0370172016 03/01/2016 16:47

80 Lupes Drive, Stratford, CT 06615 » Tel: 203-377-9984 « Fax: 203-377-9952 « wywaw.cetlabs.com

Complete Environmentat Testing, Inc.
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CET #: 6020479
Project: CTDOT
Project Number: Bridge 3120, Basset Rd, North Haven

Questions related to this report should be directed to David Ditta, Timothy Fusco, or Robert Blake at 203-377-9984,

Sincerely,

David Ditta
Laboratory Director

Report Comments:

Sample Result Flags:

E- The result is estimated, above the calibration range,

H- The surrogate recovery is above the conirol fimits.

L~ The surrogate recovery is below the control limits.

B- The compound was detected in the laboratory blank.

P- The Relative Percent Difference (RPD} of dual column analyses exceeds 40%.

D- The RPD between the sample and the sample duplicate is high. Sample Homogenity may be a problem.

+- The Surrogate was dituted out.

*C1- The Continuing Calibration did not meet method specifications and was biased low for this analyte. Increased uncertainty is
associated with the reported value which is likely to be biased low.

*(2- The Continuing Calibration did not meet method specifications and was biased high for this anaiyte. Increased uncertainty
is associated with the reported value which is likely to be biased high.

*F1- The Laboratory Control Sample recovery is outside of control limits. Reported value for this analyte is likely to be biased
on the low side, )

*F2- The Laboratory Control Sample recovery is outside of contral limits. Reporied value for this analyte is likely to be biased
on the high side,

1- The Analyte exceeds %RSD limits for the Initial Calibration. This is a non-directional bias.

All results met standard operating procedures unless indicated by a data qualifier next to a sample result, or a narration in the QC
report,

Complete Environmental Testing is only responsible for the certified testing and is not directly responsible for the integrity of the
sample before laboratory receipt.

ND is None Detected at the specified detection limit
All analyses were performed in house unless a Reference Laboratory is listed.
Samples will be disposed of 30 days after the report date.

Complete Environmentaf Testing, Inc,
80 Lupcs Drive, Siratford, CT 06615 » Tel: 203-377-9984 » Fax: 203-377-9952 » www.cetlabs.com
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CET #: 6020479
Project: CTDOT
Project Number: Bridge 3120, Basset Rd, North Haven

CERTIFICATIONS
Certified Analyses included in this Report
Analyte Certifications
EPA 6010C in Soll
Lead CTNY

Complete Environmental Testing operates under the follewing centifications and accreditations:

Code Description Number Expires
CcT Connecticut Public Health PHO116 09730/2016
NY MNew York Centification (NELAC) 11982 40112016

Complete Environmental Testing, Inc,
80 Lupes Drive, Stratford, CT 06615 + Tel: 203-377-9984 « Fax: 203-377-9952 « wiwvw.cetlabs.com
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industriat Hygiene Laboratory Page | of I

21 Griffin Road North f \ 47598.CT-DOT.doc
Windsor, CT 06093 .
(860) 298-6308 %ﬁﬁ’

Resuits you can rely on
BULK ASBESTOS ANALYSIS REPORT

CLIENT:  CT Department of Transportation Lab Log #: 0047598
Project #: 222165.5282.0710
Date Recelved: 02/2412016
Date Analyzed: 0272512016

Site: Bridge #3120, Basscit Road, North Haven, CT

POLARIZED LIGHT MICROSCOPY by EPA 600/R-93/116

Multi- | Layer No, Other Maftrix Asbestos | Asbestos
Sample Ne, Color Homogenous | Layered Materials % Type
01 Black Yes No -- --- ND None
02 Black Yes No .- --- ND None
03 White Yes No -- ae ’ 3% Chrysotile
5%  Anthophyllite
04 .- - -- -- .- NA/PS .-
05 _ Grey Yes No .- --- ND Nong
06 : Grey Yes - No -- - ND None
07 Black Yes No .- “-- ND None
08 Black . Yes No bo-- --- ND None

Reporting limit- asbestos present at 1%

ND - asbestos was not detected

Trace - asbestos was observed at level of less than 1%

NA/ES - Not Analyzed / Positive Stop

SNA- Sample Not Analyzed- See Chain of Custody for details

Note: Polarized-light microscopy is niot consistently refiable in detecting asbestos in floor coverings and similar non-friable organically bound materials. In those cases,
EPA recommends, and cerfain states (e.g. NY) require, that negative results be confirmed by quantitative transmission electron microscopy.

“The Laboratory at TRC follows the EPA's Tnterit Method for the Determination of Asbestos in Bulk Insulation (1982), and the EPA reconimended Method
for the Determination of Asbestos in Bulk Building Materials (EPA/600/R-93/116), July 1993, R.L. Perkins and B.\. Harvey which utilizes polarized light
microscopy (PLM). Our analysts have completed an accrediled course in asbestos identification. TRC's Laboratory is aceredited under the National
Voluntary Laboratory Accredilation Program (NVLAP), for Bulk Asbestos Fiber Analysis, NVLAP Code 18/A01, effective through June 30, 2016.

TRC is an American Industrial Hygiene Assoclation (AIHA) accredited lab for PLM cffective through October |, 2016, Asbestos content is determined

by visuat estimate unless otherwise indicated. Quatity Control is performed in-house on at least 10% of samples and the QC data related to the

samples s available upon writlen request from the client.

This report shall not be reproduced, except in full, without the written approval of TRC. This report must not be used by the client to claim product endorsement by
NVLAP or any agency of the U.S. Government. This report refates only to the items tested.

Analyzed by: / MM Lo+ Reviewed by: _ Q/LJ?L glj«iﬁ 2 Date Issued

Kathleen Williamson, Laboratory Manager Marggpét Flanagan, ApproviédSignatory 0212572016

TRC LABORATORY ASBESTOS ANALYTICAL ACCREDIFATIONS
NVLAP Lab Code 1014240 AIHA-LADLLC #100122  CT Ari-0426 ME LA-0075, LB-0071  MA #AA0000S2  NY fL0080  WVRETO00411
REHAAL-007 THHIOBIZA VT HALOI4RIS LA#OS011 VA #3333 000283 AZ HA2000 HI #E.-09-004 NJ #CT00+  CA #2907
CO# AL-15020 PHIL# 461 PAHGE-03387
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STATE OF CONNECTICUT subject:  Hazardous Contaminated Materials Screening

DEPARTMENT OF TRANSPORTATION State Project No. 100-178
Bridge No. 03120
Basset Road over 191

North Haven
memorandum date; Deo;:fl}llief%, ey
o i C
Mr. Gregory M. Dorosh David‘A., w\
Transportation Principal Engineer Transportation Supervising Engineer
Bureau of Engineering and Construction Bureau of Engineering and Construction

Hazardous/Contaminated Materials Screening

This project consists of the following construction opsrations:
o Tull replacement of the existing bridge with two independent single span Geosynthetic

Reinforced Soil-Integrated Bridge System structures (GRS-IBS), utilizing a common center

abutment,
+ Demolition of the existing 5 span bridge mcludmg removal of the existing abutments and piers fo

“approsimately 2’ below grade.
» Increasing the vertical clearance on I-91 from 15°-i1” to 16°-3” by modifying the existing

vertical roadway profile of Basset Road.

Roadway excavation on Bassett Road will be required to facilitate the removal of the existing abutments,
reconstruction of the approach roadways, and installation of new GRS-IBS abutments. Excavation will
also be required in the I-91 median and just cutside the shoulders of I-91 roadway to facilitate removal of
the existing piers and installation of the new comtnon center abutment.

Additional information is attached for your use in generating the screening evaiuation for the subject
bridge:

e Location Map
¢ Limits of Work

Please provide this office with the results of the screening evaluation for use in developmo and advancing
this project,

A reply by January 7, 2014 would be appreciated. Time expended for the completion of these activities
should be charged to Project No. 100-178. If you have any questions or requite additional information,
please contact Mr, Andrew J. Cardinali, Transportation Engineer I1I, at Ext. 3315,

Attachments
Ricky D. Mears / rdm

cc:  Timothy D, Fields — David A. Cutler ~ Andrew J, Cardinali
Jacob I, Argiro — Donald P. Wurst (CME)
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CTDOT - Bridge No. 03120

North Haven, CT

Bridge No. 03120
Black patching tar on road

PHOTO 8

Grey expansion joint caulk around abutment

Bridge No. 03120

PHOTO 7

CTRC
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